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HANGZHOU JINMENG ROAD FACILITIES CO., LTD. 

FANGYUAN INDUSTRIAL PARK, YUQIAN TOWN, LIN’AN CITY, HANGZHOU, ZHEJIANG PROVINCE, 

CHINA 

 

The following sample(s) was/ were submitted and identified on behalf of the client as: 

Sample Name : COMPOSITE MANHOLE COVER SPECIMEN 

Sample No. : NBMLP140100141 

SGS Ref. No. : HZMLP140100011 

Product specification : LENGTH 50-150MM, WIDTH 50-75MM, THICKNESS<10MM 

Material and Mark : SMC 

Test Required : Selected test(s) as requested by applicant 

Date of Receipt  : Jan.14,2014 

Test Period  : Jan.14,2014 to Jan.20,2014 

     

Test result(s)    : For further details, please refer to the following page(s) 

******** To be continued******** 

 
 
 
 
 
 
 
 
 
Signed for SGS-CSTC Standards  
Technical Services Co., Ltd 

 
Lorin Yan 
Section Supervisor 
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Sample description: See photo 

Test item: UV Exposure 

Test method: ISO 4892-3:2013, ISO 105-A02:1993 Cor 2:2005 

Test conditions: 

Exposure cycle: ISO 4892-3:2013 cycle 1 

                           Lamp type: UVA-340 

8h UV at (60±3)℃ BPT, 0.76W/(m
2
•nm) @ 340nm 

4h condensation at (50±3)℃ BPT 

Exposure period: 48h 

Test result(s): 

Sample Grey scale 

1 4-5 

Note: According to ISO 105-A02, the grey scale was determined under the D65 standard light, with scale 5 as the 

best and scale 1 as the worst. 

******** To be continued******** 
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Photo: 

 Reference sample                                                Tested sample 

- The test was carried out by a SGS laboratory. 

******** End of report ******** 


